YOURPARTNER IMNMATER|ALS AND TECHNQLODGY CEMM

Cweens Road Penkdull
Shoba-pn-Trent ST4 TLO
Tal: #da [0) 1782 Tebiaq
Fa =44 {0) 1782 412331
E-mail; infofhceram com

hilp: Verere.coram.com

British Ceramic Tile Limited
Heathfield.

Mawton Abbat

Davan

TQ12 6RF

FAQ:  Tim Chadwick

PHYSICAL TESTING REPORT

CERAM Reference: (053035)

Order Number: POOEE05

Date Logged 31-May-2005 Test Start Date: 31-May-2005
Date Reported 14-Jun-2008 Test Finish Date: 14-Jun-2005

Please find attached the results for the samples recently submitied for analysis.
Opinions and Interpretations expressed heraein are oulside the scope of UKAS Accraditation
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CERAM TEST RESULTS

Your Referance: White Glazed Wall Tiles.
CERAM Reference: (053035) - 12101

Test

imans

148 » 148 x Bmm B111 glazed wall tiles, Whita.

Accredited Tests

T

B3 EN IS0 10545-2: 1597  Determination of dimensions and surface guality.

BS EN 150 10545-3: 1597  Determination of water absorption.

BS EN IS0 10545-4: 1997  Determination of modulus of ruplure and breaking strenglh.
BS EN IS0 10545-11 1987 Determination of crazing resistance for glazed tiles.

BS EN 150 10545-13: 1997 Determination of chemical resistance.

BS EM IS0 10545-14; 1997 Determination of resistance to stains.

Results

Dimensions and Deviations

Aciual measuremeants contained in Appendix 1.
Length

Waork size 148 mm,

Maximum deviation from work size, + 0.32%. The permissible deviation [ + (.5% and so the tiles comply with the
requiremants.

Avarage size of 10 liles, 14827 mm,

Maximum deviation from average size, - 0.22%. The permissible deviation is + 0.3% and so the tiles comply with
the requiremenis.

Thickness

Work size, 6.0 mm.

Maximum devigtion from work size, - §.8% mm. The permissitle deviation is + 10% and so the tHes comply with
the reguirements,

Stralghtness of Sides

Maximum deviation from skaightness, + 0.08%. The permissible deviation is £ 0.3% and so the tiles comply with
the reguirements.
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